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Abstract 

Large scale production of single crystalline phase of Heusler Co2FeSi alloy microwire is reported. The 

long microwire (~ 1 km) with the metallic nucleus diameter of about 2 µm is characterized by well 

oriented monocrystalline structure (B2 phase, with the lattice parameter a = 5.615 Å). Moreover, the 

crystallographic direction [101] is parallel to the wire´s axis along the entire length. Additionally, the 

wire is characterized by exhibiting a high Curie temperature (Tc > 800 K) and well-defined magnetic 

anisotropy mainly governed by shape. Electrical resistivity measurement reveals the exponential 

suppression of the electron-magnon scattering which provides strong evidence on the half-metallic 

behaviour of this material in the low temperature range.  

Keywords: Heusler alloy, single crystal, microwire.  

 
1. Introduction 

The production of spintronic devices has intensified the search for new materials, especially half-

metals, exhibiting room temperature ferromagnetism [1, 2]. This extraordinary behaviour can be 

understood via distinct character of energy bands for spin up and spin down states. While spin up band 

overlaps the Fermi energy level (Ef) and demonstrates a metallic character, the spin down band shows a 

semiconductor-like gap at the Ef [3, 4]. Heusler alloys, which are well-known for their diverse and 

multifunctional magnetic behaviour in various fields of application, have recently attracted much 

attention as they are theoretically predicted to exhibit 100% spin polarization at Ef [5 - 7]. 
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Full-Heusler alloys with the compositional stoichiometry (X2YZ) crystallize in L21 structure. Here X 

and Y are transition or rare earth metals (lanthanides) and Z represents a main group element [8, 9]. 

Among half-metallic alloys, Co-based full-Heusler compounds are most promising materials due to their 

high Curie temperatures (Tc ~ 1100 K), high magnetic moment (~ 6 µB/f.u.) and low Gilbert damping 

constant (γ = 0.004) [10]. 

Although the L21 structure is a highly ordered structure, the formation of disordered phases (B2, A2, 

etc.) may occur during the fabrication of alloys. The exchange between atomic positions of elements for 

the X2YZ Heusler alloy in L21 lattice can result in different structural disorders: a) exchange between Y 

and Z atoms results in B2 disorder, b) exchange between X and Y atoms results in DO3 disorder and c) 

exchange between X, Y and Z atoms results in the A2 disorder. It was predicted by theoretical 

calculations [11, 12], that the Y-Z disorder (B2 type structure) has a much lower influence on the spin 

polarization in comparison to the X-Y (DO3 type structure) and X-Y-Z disorder (A2 type structure) which 

strongly reduces this feature. 

Due to the above mentioned disorder, the production of Heusler alloys brings some disadvantages 

[13]. Heusler alloys are usually prepared by arc-melting method. Moreover, they require further suitable 

thermal treatment for a long time (from several hours up to entirely weeks) for obtaining the correct - 

high ordered phase [14]. It was shown earlier [15], that rapid quenching by Taylor-Ulitovsky technique 

offers the production of glass-coated metallic microwires without the necessity of long thermal 

treatments. This single-step method with a high quenching rate of up to 107 K/s allows to prepare in a 

short time (of the order of few minutes) up to kilometres of the wire [16]. It is worth mentioning, that 

due to its high quenching rate it is possible to produce Heusler-based microwires with single crystalline 

phase and well-defined magnetic anisotropy [17-19]. 

In the given contribution, we present the basic structural and magnetic characterization of glass-

covered Heusler Co2FeSi alloy microwires prepared by Taylor-Utilovski technique. We show that it is 
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possible to produce up to kilometres of monocrystalline Heusler-based microwires in few minutes using 

this simple production technique that may enhance the suitability of Co2FeSi for spintronic applications.  

2. Material and methods 

The starting master alloy with nominal composition of Co50Fe25Si25 was prepared using arc-melting 

of pure elements (99.99%) under argon atmosphere. Magnetic glass-coated microwires were fabricated 

by the Taylor-Ulitovsky technique, which consists on drawing and casting directly from the melted 

master alloy [20]. The diameter of inner metallic nucleus of microwire sample is around of 2 µm, while 

the diameter of external Pyrex coating is around 20 µm.  

Chemical composition, size and shape of the microwire were characterized by scanning electron 

microscopy (SEM, JEOL-6100) with energy-dispersive X-ray spectroscopy (EDX) option. The 

microstructural and crystallographic characteristics were investigated by electron backscatter diffraction 

analysis (EBSD) using SEM TESCAN MIRA 3. The structure and crystalline phase were characterized 

by single-crystal X-ray diffraction analysis using Oxford Diffraction Xcalibur Nova diffractometer with 

CuKα radiation (λ = 1.5418 Å). Magnetic hysteresis loops and temperature dependence of magnetization 

were measured on a single piece of the microwire with the length of 10 mm using a SQUID MPMS 

Quantum Design, along both, the parallel and perpendicular direction with respect to the axis of the 

wire, in the temperature range from 10 – 400 K and in the external fields up to 10kOe. The resistivity 

was measured using standard four probe method in the temperature range from 8 K to 300 K by 

employing a Physical property measuring system (PPMS) Quantum Design platform. In order, to make 

the contacts the glass coating was released mechanically from the ends of the microwire. Afterwards, the 

contacts were made on metallic nucleus.   

3. Results and discussion 

Cross-section SEM image of glass-coated microwire shown in Figure 1(a) displays small metallic 

core with smooth surface and diameter around of 2.0 µm that is covered by glass-coating with total 
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diameter of 20.4 µm. Chemical composition of the metallic nucleus Co49.0Fe25.6Si25.4 checked by SEM 

EDX is in a good agreement with the expected one. 

 

FIG.1. (a) SEM micrograph showing the cross section of a Co2FeSi glass-coated microwire. The metallic core is marked with yellow arrow 

and (b) SEM micrograph showing the metallic core after being released from the glass coating without any grain boundaries.  

 

FIG.2. X-ray diffraction profile of glass-coated Co2FeSi microwire. Experimental (black) and theoretical data (red) obtained by fitting. 

 

Figure 2 displays the X-ray diffraction analysis of the glass-coated Co2FeSi microwires showing a 

wide plateau that corresponds to the glass-coating together with the crystalline patterns of the metallic 
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nucleus corresponding to the B2 phase with a lattice parameter a = 5.615 Å, which is similar to the 

values presented in other works (5.66 Å) [13]. 

It has been shown earlier [21] that the production of glass coated microwires leads to the formation 

of oligocrystalline structure, where large crystals (few tens of µm) appear along the wire. However, 

when the production is provided carefully with well selected diameter of the metallic nucleus and glass 

coating, the monocrystalline structure of the inner metallic alloy can appear. Figure 3 shows the EBSD 

analysis performed on an area of the surface of Co2FeSi microwire after mechanical removal of the 

external glass coating. Firstly, no grain boundary has been found along the entire wire. Additionally, 

various analysis of randomly selected pieces of the microwire revealed the same results, which points to 

the monocrystalline structure of entire microwire with the crystalline [101] direction lying parallel to the 

wire´s axis. Such preferred orientation can be understood in terms of the tensile stresses induced by 

drawing and quenching of metallic nucleus during microwire production. During crystallization, the 

metallic nucleus undergoes strong axial stresses induced by the surrounding glass on the inner metallic 

alloy due to different thermal expansion coefficient between Pyrex and metallic nucleus. 
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FIG.3. (a) EBSD analysis of Co2FeSi microwire and inverse pole figures (b) show monocrystalline structure with the crystallographic 

orientation [101] lying parallel to the microwire’s axis. 

 

Volume hysteresis loops (FIG.4) measured along both, the parallel and perpendicular direction of the 

applied magnetic field with respect to the wire´s axis, revealed well-defined magnetic anisotropy of the 

metallic nucleus. The comparison between both hysteresis loops points out that the easy magnetization 

axis is parallel aligned to the microwire´s axis. The hysteresis loop for parallel direction shows higher 

coercivity (118.8 Oe) comparing to the perpendicular one (5.6 Oe). This points to the fact that the 

domain wall propagation dominates in the parallel direction to the easy magnetization axis, while the 

hysteresis loop measured in the perpendicular direction reveals dominant magnetization rotation process 

(hard magnetization axis). 

 

FIG. 4. Volume magnetic hysteresis loops measured at 10 K along the parallel (black) and perpendicular (red) directions of the applied 

field with respect to the wire’s axis and temperature dependence of magnetization (insert) for Co2FeSi glass-coated microwire. 

 

Temperature dependence of saturation magnetization of Co2FeSi glass-coated microwire (insert in 

FIG. 4) shows typical ferromagnetic behaviour with decreasing magnetization up to 640K. Above this 
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temperature, magnetization starts to increase most probably due to the secondary crystallization that 

deteriorates the magnetic properties [15]. The irregular shape of the curve may be caused due to the 

annealing of the wire, which relieves the internal stresses in the metallic nucleus from the glass coating 

(under 640 K) [22]. Moreover, the releasing of complex stresses distribution with distinct directions 

takes effect in the increase of the magnetization due to its rotation towards the easy magnetization axis. 

The Curie temperature, TC, of Co2FeSi Heusler alloys is much higher than crystallization temperature 

(Tx = 670K) and higher than our measuring interval (TC ~ 1100 K [10]).  

As previously mentioned in the introduction, the B2 phase is a Y-Z disordered structure, which may 

reduce the values of spin polarization. However, recent theoretical investigation on the spin polarization 

of fully ordered L21 and fully disordered B2 structure of Co2FeSi Heusler alloy reveals that both systems 

are half metallic. [2] 

Lately studies [13, 23-26] have shown that the half-metallic character and structural disorder of 

Heusler alloys can be predicted by simple electrical resistivity variation with temperature. In our case, 

the resistivity data was found to fit well with the relations presented in the published work by Bombor et 

al, [26]. By taking into account the predicted half-metallic character of the B2 disordered phase of 

Co2FeSi Heusler alloy, the absence of minority spin states at Fermi level, EF, implies the existence of an 

energy gap ∆ for only one spin direction.  

In ordinary ferromagnets the resistivity, ρ, shows a characteristic ~T2 dependence that arises from 

electron-magnon (i.e., spin-flip) scattering. In the case of half-metallic ferromagnets, the spin flips of 

conduction electrons should be suppressed due to the energy gap ∆. Therefore, the characteristic ~T2 

dependence is expected to be exponentially suppressed within the temperature range where kBT ≤ ∆. 

Additionally, the resistivity of a metal is usually dominated by electron-phonon scattering characterized 

by a linear temperature dependence at elevated temperatures (T ≥ 50 K). 
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The attempt to fit resistivity variation with temperature, ρ (T) (FIG. 5), of the monocrystalline 

Co2FeSi metallic nucleus with quadratic and quadratic plus linear temperature dependence fails 

completely. Therefore, we fitted resistivity with combined scattering of residual (ρR), magnonic (ρM), 

and phononic (ρP) contributions according to previous study [26]: 

)()( TT PMR ρρρρ ++= .         (1) 

The residual resistivity (ρR) is temperature independent and is caused by the defects of the crystal 

lattice or additional strong stresses induced by the glass-cover on metallic nucleus. The usually quadratic 

magnonic term ρM(T) is expected to be exponentially suppressed because of the gapped spin-flip 

scattering [26]. The resistivity data in the low temperature interval (T≤ 88 K) was found to fit well with 

the electron-magnon scattering dependence empirically weighted by a Boltzmann factor [26],  

( ) 






 ∆−
=
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CTTM

B

exp2ρ .          (2) 

The parameter C presents the measure of the strength of the magnon scattering process. The 

phononic part of the scattering process (ρP) is well described by the Bloch-Grüneisen formula,  
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The resistivity fit yields the Debye temperature ΘD = 330 K and an energy gap  

         ( )meVKk B 2.3,37/ =∆=∆ .          (4) 

The estimated value of the Debye temperature is in a good agreement with the one obtained in a 

previous study [26]. On the other hand, the extracted gap size is smaller as compared to the theoretical 

calculations by more than one order and is also in a good agreement with previous experimental results 

[26]. In spite of that, the observed experimental suppression of spin-flip scattering confirms the half-

metallic character. However, the extracted value of ∆ points to the fact, that the 100 % spin polarization 

of the conduction electron on the Fermi level is present only for the temperature interval kBT < ∆.    
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FIG. 5. Temperature dependent electrical resistivity for Co2FeSi glass-coated microwire. The experimental values are displayed as black 

line. While the green line represents the fit of ~T2 magnonic dependence with the additional Boltzmann factor, the red line shows the fit 

with magnonic-phononic temperature dependence.   

 

4. Conclusion 

In conclusion, we report on fabrication and characterization of monocrystalline Heusler Co2FeSi 

glass-coated microwire prepared by Taylor-Ulitovsky technique. The wire is characterized by 

monocrystalline B2 structure (a = 5.615 Å) along the entire length, which is characterized by the mutual 

disorder between Y (Fe) and Z (Si) atoms. Additionally, above mentioned monocrystalline structure is 

well oriented having [101] crystallographic direction parallel to the wire´s axis. Apart from high Curie 

temperature, such a wire shows well-defined magnetic anisotropy with the easy magnetization axis 

parallel to the wire´s axis. The electrical transport measurement points to the half-metallic features of 

this ferromagnetic material. However, half-metallic behaviour was only observed in the temperature 

range of T ≤ 88 K. Taking into account that Taylor-Ulitovsky method allows production of wire with the 

diameter down to 90 nm [27], it is clear that easy and low-cost preparation of large amount of 
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monocrystalline Heusler-type microwires offers new possibilities in spintronic applications, where 

materials with high spin polarization is desired.  
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